Volume 48, issue 7, July 2006 ISSN 0010-938X

The Journal on Environmental Degradation of Materials and its Control

Editor-in-Chief: G. T. BURSTEIN, University of Cambridge, U.K.

An Official Journal of the Institute of Corrosion

CONTENTS

-

W. J. TosLEr and 8. VirRraNeN 585 Elfect of Mo species on metastable pitting of Fel8Cr alloys—A
current transient analysis

M. Gomez-Duran and 1608 Stress corrosion cracking ol sensitized Type 304 stainless steel in
D. D. MACDONALD thiosulphate solution. 11, Dyvnamics of [racture
K. 8. Rasa and D. A, Jones 1623 Effects ol dissolved oxyaen on passive behavior ol stainless alloys
M. Aspavvan, B AL Helar and 163%  Aminopyrimidine derivatives as inhibitors for corrosion of 1018
A. S, Foupa carbon steel in nitric acid solution
C. B, SuEN, S, G, Wana, H. Y, Yanag, 1655 Corrosion and corrosion inhibition by thiourea of bulk nano-
K. Lowg and . H. WanG crystallized industrial pure iron in dilute HCI solution
ALK NiGam, R, BALASUBRAMANIAM, 1666 Electrochemical impedance spectroscopy and cyelic voltammetry
S. Buarcava and R. G, BaniGipap study of carbon-alloyved iron aluminides in sulfuric acid
P. SzakALos, M. LuNDBERG and 1679 Metal dusting on an alumina forming Ni-base alloy
R. PETTERSSON

A, K. SHUukLA and R BarasusraMmaniam - 1696 Effect of surface treatment on electrochemical behavior of CP Ti,
Ti-6AL-4Y and Ti-13Nb-13Zr alloys in simulated human body

Muid
I B May, Po AP, NascenteE and 1721 Corrosion processes and their influence on the magnetic flux
5. E. Kuri density of FeNbCuSiB allovs
Y-85 Caon, L-Go Kim and K.-M. Les 1733 Corrosion behavior of steel bar embedded in v ash concrete
S. Dona, Y. Liao, Q. Tian. Y. Luo, 1746 Optical and  clectrochemical measurements for optical fibre

Z. Qu and S. Sona corrosion sensing techniques

Contents continved on outside back cover

http:/fwww elsevier.com/locate/corsci



CORROSION SCIENCE Volume 48 issue 7

Continued from front cover

C. Kapat, B. PrapHan and 1757 Potentiostatic study of reinforcing steel in chloride contaminated
B. BHATTACHARIEE conecrete powder solution extracts
S. Ricnter, Lo R Hiesert and 1770 On-line corrosion monitoring in geothermal district heating
R, I. THORARINSDOTTIR systems. 1. General corrosion rates
1-B. Jorcis, E. ARAGON, 1779 Delaminated arcas beneath organic coating: A local electroche-
C. Mereatti and N. PEBERE mical impedance approach
R. E. MeLcners and T. WeLLs 1791 Maodels for the anaerobic phases of marine immersion corrosion
F. H. ScHores, S, A, FURMAN, 1812 Corrosion in artificial defects. I: Development of corrosion
A. E. Huches and T. A, MARKLEY
S. A, Furman, F. H. Schovges, 1827 Corrosion in artificial defects, 11, Chromale reactions
A E. Hucnes, I3, N, JAMIESON,
C. M. Macrae and A. M. GLENN
D, B. Brucuer, J.-E. SveEnsson and 1848 The influence of CO», AlCI: - 6H-0, MgCl, - 6H-O, Na,SO, and
L.-Gi. Jonansson NaCl on the atmospheric corrosion of aluminum

I Corrosion diary

V. Keywords for Carrasion Science

Indexedi Abstracted in Current Contents, Engng Ind Monthly & Author Index, PASC ALICNRS Database,
Corrosion Abstracts, Metals Abstracts, Chemical Abstracts, INSPEC Database, BMT Absiracts, Petroleum
Abstracts, Aqua Absir, Cam Sci Abstr, Chem Eng Abstr, Chem Haz in Indus, Edi Metal Abstr, Environ Per
Bibl, Materialy Secience Citation Index, Applied Science & Technology Index. Wilson Applied Science &
Technology Abstracts, Current Technology Index CT1)

ISSN 0010-938X

Also available on

SCIENCE DIRECT?®

VAR

www.sciencedirect.com 0010-938X(200607)48:7;1-5

PRINTED IN GREAT BRITAIN BY Polestar Wheatons Limited, Exeter 260



	img650.pdf (p.1)
	img651.pdf (p.2)

